Boring WS-01 WS-02
Sample| Building 3 - Southwest Brick Wall  uilding 3 - Southeast Corner Steel I-Bear
SAMPLE_TYPE_CODE N N
Method Chemical Cas No. Units Result Result

SW8081A_SW8082 ALDRIN 309-00-2 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 ALPHA BHC (ALPHA 319-84-6 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 ALPHA ENDOSULFAIQ59-98-8 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 ALPHA-CHLORDANE|103-71-9 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 BETA BHC (BETA HE319-85-7 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 BETA ENDOSULFAN [33213-65-9 ug/cm2 < 0.0010 U < 0.0010 U
SWB8081A_SW8082 Chlordane; Gamma-5566-34-7 ug/cm2 < 0.00050 U < 0.00050 U
ISW8081A_SW8082 DELTA BHC (DELTA 319-86-8 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 DIELDRIN 60-57-1 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 ENDOSULFAN SULF/1031-07-8 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 [ENDRIN 72-20-8 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 ENDRIN ALDEHYDE [7421-93-4 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 ENDRIN KETONE  [53494-70-5 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 GAMMA BHC (LINDA58-89-9 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 HEPTACHLOR 76-44-8 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 HEPTACHLOR EPOX[1024-57-3 ug/cm2 < 0.00050 U < 0.00050 U
SW8081A_SW8082 METHOXYCHLOR [72-43-5 ug/cm2 < 0.0050 U < 0.0050 U
SW8081A_SW8082 P,P'-DDD 72-54-8 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 P,P'-DDE 72-55-9 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 |P,P'-DDT 50-29-3 ug/cm2 < 0.0010 U < 0.0010 U
SW8081A_SW8082 PCB-1016 (AROCLOI12674-11-2 ug/cm2 < 0.010 U < 0.010 U
SW8081A_SW8082 PCB-1221 (AROCLOI11104-28-2 ug/cm2 < 0.010 U < 0.010 U
SW8081A_SW8082 PCB-1232 (AROCLOI11141-16-5 ug/cm2 < 0.010 U < 0.010 U
SW8081A_SW8082 PCB-1242 (AROCLOI53469-21-9 ug/cm2 < 0.010 U < 0.010 U
SW8081A_SW8082 PCB-1248 (AROCLOI12672-29-6 ug/cm2 < 0.010 U < 0.010 U
SW8081A_SW8082 |PCB-1254 (AROCLOIl11097-69-1 ug/cm2 < 0.010 U < 0.010 U
SW8081A_SW8082 PCB-1260 (AROCLOI11096-82-5 ug/cm2 < 0.010 U < 0.010 U
ISW8081A_SW8082 [TOXAPHENE 8001-35-2 ug/cm2 < 0.050 U < 0.050 U
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WS-03 WS-04 WS-05 WS-06

Building 3 - North Central Concrete Flooruilding 3 - East Side Sheet Metal Surfacq Building 2 - East Side Concrete Floor Building 2 - North Side Brick Wall

N N N N
Result Result Result Result
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
0.00095 < 0.00050 U < 0.00050 U < 0.00050 U
0.00054 < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
0.0013 < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
0.0013 < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0050 U < 0.0050 U < 0.0050 U < 0.0050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U 0.0020 < 0.0010 U
< 0.0010 U < 0.0010 U 0.0025 < 0.0010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
0.023 < 0.010 U 0.015 < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.050 U < 0.050 U < 0.050 U < 0.050 U
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Wws-07 WS-08 WS-09 WS-10
Building 2 - Center Metal I-Beam  pilding 2 - Southwest Wall Surface Coatirl  Building 1 - Center Concrete Floor Building 1 - West Brick Wall

N N N N
Result Result Result Result
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U 0.0028 < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U 0.0011 < 0.0010 U
< 0.00050 U < 0.00050 U 0.0056 0.00051
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U 0.0032 < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U 0.0026 < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
0.00079 < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0050 U < 0.0050 U < 0.0050 U < 0.0050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U 0.12 0.0061
< 0.0010 U < 0.0010 U 0.0048 < 0.0010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.050 U < 0.050 U < 0.050 U < 0.050 U
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WS-11 WS-12 WS-13 WS-13
Building 1 - North Wall Metal Sheeting | Building 1 - Center Metal Box Surface [oduction Building - North Central Concrejoduction Building - North Central Concre

N N FD N
Result Result Result Result
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U 0.00075 i]
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U 0.00054 i] 0.00083 J
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U 0.0019 i] 0.0028 i]
< 0.0010 U < 0.0010 U < 0.0010 U 0.0012 i]
< 0.0010 U < 0.0010 U < 0.0010 U 0.0013 i]
< 0.0010 U < 0.0010 U 0.0015 i] 0.0018 J
< 0.0010 U < 0.0010 U 0.0012 i] 0.0016 i]
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
0.00063 0.00071 < 0.00050 U 0.00070
< 0.0050 U < 0.0050 U < 0.0050 U 0.0064 J
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
0.0036 0.0051 0.0017 i] 0.0026 i]
< 0.0010 U < 0.0010 U < 0.0010 U 0.0012 i]
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
0.013 0.018 < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.050 U < 0.050 U < 0.050 U < 0.050 U
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WS-14 WS-15 WS-16 WS-17
Center of Building Concrete oduction Building - South Central Concrefoduction Building - Central Easter I-Bearl Production Building - Central I-Beam

N N N N
Result Result Result Result
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U 0.0039 J < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
0.0025 i] 0.0062 J < 0.0010 U < 0.0010 U
0.0023 J < 0.0010 U < 0.0010 U < 0.0010 U
0.0026 i] < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
0.00052 i] < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0050 U 0.040 J < 0.0050 U < 0.0050 U
< 0.0010 U 0.0027 J < 0.0010 U < 0.0010 U
0.0047 i] 0.0027 J < 0.0010 U < 0.0010 U
0.0063 i] 0.0028 J < 0.0010 U < 0.0010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U 0.016 i]
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.050 U < 0.050 U < 0.050 U < 0.050 U
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WS-18 WS-19 WS-19 WS-20

Production Building - NW Corner I-Beamroduction Building - SE Corner Sheet Metroduction Building - SE Corner Sheet Metoduction Building - NW Corner Sheet Mel

N FD N N
Result Result Result Result
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U < 0.00050 U
< 0.0050 U < 0.0050 U < 0.0050 U < 0.0050 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U < 0.0010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U 0.012 < 0.010 U
< 0.010 U < 0.010 U < 0.010 U < 0.010 U
< 0.050 U < 0.050 U < 0.050 U < 0.050 U
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WS-21
roduction Building - Central Eastern Bricl

Production Building - SW Corner Brick

WS-22

Production Building - SW Corner Brick

WS-22

N FD N
Result Result Result
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.00050 U < 0.00050 U < 0.00050 U
< 0.0050 U < 0.0050 U < 0.0050 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U < 0.0010 U < 0.0010 U
< 0.0010 U 0.0035 0.0028
< 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U
< 0.010 U < 0.010 U < 0.010 U
< 0.050 U < 0.050 U < 0.050 U
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